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#5 BATCH NO.: 20120208

¥ QUANTITY :

500G

4 7* B MFG. DATE : FEB 7, 2012
4 B 8 ANALYSISED DATE : FEB 8, 2012

Wit 5 bk 4
ITEMS STANDARD RESULT
S, % M K £ M K
Appearance Crystal Crystal
i, SR B,
Color White White
(N 4 .
) 23~ 23.88
Assay (Zinc) % SIS
i
Solubilities at 20°C
-100g of water (100 %, 7k ) 1.2g comply 7 &
-100g of Methanol ( 100 , ¥ & ) 20g comply f &
-100g of benzol (100 #, % ) 0.8g comply 1§ &
Ko .
=7 6.47
Evaporation Loss % '
J"E‘ 4%\ A
0x. 129-133 : ¥ o
Melting Point((°C)) APhrox Comply S5
Kt
. = 60mesh Comply 7§ &
Granularity: s omply #
it G
Conclusion up to grade
® B REZ £ ¥R RS
Inspector Shenyunyun Corrector Shenyongbing

Date:

FEB 8, 2011




